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Optical properties of wavelength shifting panels
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This paper describes the determination of the optical properties of the Bicron wavelength shifting acrylic plastic (BC-480) that
absorbs ultraviolet radiation and then reemit it in the visible part of the spectrum . The refractive index and the attenuation
coefficient as a function of wavelength were determined from transmission and reflection data . The reemitted visible spectrum was
accurately measured using an optical multichannel analyzer and the quantum efficiency of the photoluminescence (the ratio
between the number of emitted photons to the absorbed photons) was determined at different wavelengths in the ultraviolet.
Finally, these results are applied to determine the effectiveness of this wavelength shifting panel as a means of detecting the
ultraviolet component of the Cherenkov spectrum produced by a relativistic particle in water

1 . Introduction

Wavelength shifters are often used in particle
physics experiments to match the sensitivity spectrum
of a detector to that of the emitted radiation . An
important example of this type of application is the
detection of Cherenkov radiation emitted by the pas-
sage of relativistic particles traversing a medium . Since
more photons are emitted in the ultraviolet range than
in the visible, and photomultiplier tubes are normally
more sensitive in the visible (and near-UV), wave-
length shifters can be used to reconcile this mismatch
and hence increase the number of photoelectrons col-
lected at the cathode.

The Falkiner High Energy Physics Department at
the University of Sydney has constructed a prototype
neutrino Cherenkov detector, SUNLAB, that uses pure
water as a target for elastic scattering of neutrinos with
electrons. As they recoil, the scattered electrons emit a
Cherenkov signal that can be picked up by 54 photon
collection units, consisting of an EMI 9623B photomul-
tiplier tube (S11, 17 .2 cm in diameter cathode) opti-
cally coupled to a 70 em x 70 cm x 1 .2 cm slab of
Bicron BC-480 wavelength shifting panel. The details
of this experiment can be found elsewhere [1] .

It is very important to measure the optical proper-
ties of the wavelength shifting panels in order to fully
understand the enhancement of the Cherenkov signal
produced . In a previous paper [2], the bulk efficiency
of converting Cherenkov photons into photoelectrons
for the photon collection unit was measured to be
1.5% ± 0.5%, increasing the effective photomultiplier
tube cathode area by, approximately, a factor of 3. It
would be very valuable, however, to have a wavelength
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dependence of this response, as the Cherenkov spec-
trum is continuous and goes into the ultraviolet (see
fig . 11). Also, the intrinsic optical properties of the
BC-480 material are very important to know, because
the amount of light collected inside the panel depends
heavily on the refractive index and the attenuation
coefficient .

For these reasons, in the present paper we will
describe experiments to measure the refractive index
and attenuation coefficients of the BC-480 wavelength
shifting panels . In addition, the quantum efficiency
from the photoluminescence of the panel (defined as
the ratio between the number of emitted visible pho-
tons and the number of absorbed ultraviolet photons)
was measured for different incident UV wavelengths .
These wavelength dependent quantities are crucial in
estimating the response of each of the photon collec-
tion units over all the spectral range of the Cherenkov
light.

2. Refractive index and attenuation coefficient

Two samples of the Bicron BC-480 plastic, with
thickness h l = 2.396 ± 0.004 cm and h Z = 0.315 t 0.002
cm, were cut and polished in order to carry out trans-
mission and reflection measurements for the determi-
nation of their refractive index and attenuation coeffi-
cient . Because the thickness of these panels is much
greater than the incident wavelength (200-800 nm) and
these surfaces were not optically flat (due to slight
undulations in the polished faces) the interference
fringes produced by multiple reflections at both inter-



faces were not clearly visible . All the phase differences
produced by all the partial waves inside the panel
averaged out.

The total transmissivity T and reflectivity R, de-
fined as the intensity of light transmitted or reflected
with respect to the incident intensity across the whole
panel, can be calculated as a function of the reflectivity
p at each interface and the absorption coefficient a . By
taking into account the addition of the intensity of all
the partial waves transmitted and reflected [3], and
knowing the thickness h of the sample, one can obtain
the total transmissivity and reflectivity as :

( 1 _p)2 e -«h

T

	

1 -p2 e -2ah

and

R- p{ 1 + (1 - 2p) e-2ah}
.1 -p2 e-2«h

In general R + T is less than one, so the amount of
light absorbed inside the panel is given by :

A=1-R-T.

For perpendicularly incident light one can use one of
the Fresnel formulae [4] to relate the reflectivity at the
interface with the refractive index n of the panel inside
an air medium :

n-1 2
p- (n+1)

	

(4)

ƒ(T, T2) =
(1/2)1/2[(T

. - T1)2+ (T2 - T2)211/2,
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With eqs. (1), (2) and (4) we can deduce the absorption
coefficient and refractive index of the panel from re-
flectivity and transmissivity data.

This data was acquired for the two samples men-
tioned before by using a Cary 2300 spectrophotometer
manufactured by Variant Techtron Pty Ltd. The re-
sults of these measurements are plotted in fig . 1, where
T1 and R, refer to the thick 2.396 cm panel and T2
and R2 refer to the thinner 0.315 cm sample . The
thickness of panels employed in the photon collection
units is an intermediate one of 1 .22 cm and hence will
have transmissivity and reflectivity between the mea-
sured values .

From this figure one can see that there is a dra-
matic cutoff at around 400 nm below which the trans-
parency of the panel becomes very small. The panel
absorbs light below 400 nm very efficiently and then
reemits it in the visible part of the spectrum where it is
practically transparent, acting as a guide for the visible
light.
The residual function

where T1, Tz are the measured transmissivities and T1 ,
T2 are the calculated ones from eq . (1), was minimized
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Fig. 1 . Measured values of the transmissivity and reflectivity
as a function of wavelength, for the thick 2.396 cm sample (T1
and R1) and for the thin 0.315 cm sample (T2 and R2) of

Bicron BC-480 plastic .

to obtain an optimum value of the absorption coeffi-
cient for each wavelength . Using these values of the
absorption coefficient, the residual function

_
Î(R1, R2) = (1/2)1/2[(R1 -R1)

z
+ (R2-Rz)z

1/z

with R 1 , R2 the measured reflectivities and Rt, R2 the
calculated ones from eq . (2), was now minimized to
optimize the reflectivity p at the interface and then eq .
(4) was used to find the refractive index.

The values of the refractive index and absorption
coefficient of the BC-480 plastic are plotted in figs. 2
and 3. A one oscillator model was fitted to the refrac-
tive index data . The expansion taken was found to
agree with the following relation :

B
n2 -1=A+

A(nm)2

with
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A = 1 .0783 +_ 0.0008
B=15810±140,
and with X2 = 117 for 55 degrees of freedom. The
errors in the refractive index are larger than random
errors because they represent the range of values con-
sistent with the reflectivity measurements performed at
the two different thicknesses (R1 and R2 in fig . 1) .
Points between 350 and 400 nm were found to have an
unacceptably large uncertainty and were omitted (an
estimate of the refractive index in this region may be
done by utilising the fitted function of eq . (5)) . Above
600 nm, because of the difference between R 1 and R2 ,
the errors in the refractive index were also found to be
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Fig . 2. Refractive index of the Bicron BC-480 plastic as a
function of wavelength . A series expansion to a one oscillator
model was fitted to the data points (solid line) and is also

shown.

large. However, between 400 and 500 rim, where the
reemitted spectrum of visible light lies (see fig . 5), the
refractive index measurements are well determined .

The refractive index at maximum emission (417 nm)
is n = 1.471 ± 0.004 while the absorption coefficient is
0.025 ± 0.004 cm-1 , which corresponds to an attenua-
tion length between 33 and 46 cm . At even higher
wavelengths the transparency is improved . Between
450 and 500 nm the attenuation length lies between 83
and 120 cm . It is also interesting to note that the
absorption coefficient in the ultraviolet between 360
and 300 nm, lies between 7.8 and 12.8 em-1 , which
corresponds to an attenuation length between 1.3 mm
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Fig . 3 . Absorption coefficient of the Bicron BC-480 plastic as

a function of wavelength .

and 0.8 mm. This means that in the near-UV region
more than 90% of the light is absorbed within 2-3 mm.

The quoted value by the manufacturer for the re-
fractive index is 1.49 (at an unspecified wavelength) [5],
somewhat higher than our measured value in the visi-
ble. Also, a bulk attenuation length in the visible is
given by the manufacturer to be 4.5 m. This value is
also higher than the one deduced here . However, our
values take into account the dispersion relations of the
BC-480 for a wide range of wavelengths . It is worth
noting, though, that taking the manufacturer's values
into account and substituting these into eqs. (1) and (2)
for the two samples we used, yields nearly identical
results for the transmissivity (at 92%) and the reflectiv-
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Photodiode Atray

Data Link
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Optical Multichannel

Analyser

Fig . 4 . Schematic diagram of the experimental arrangement used to measure the spectrum of the light reemitted by the Bicron
BC-480 wavelength shifting panel.



ny (at 7.4%) for both samples. It is apparent from fig . 1
that we observe a clear difference between the two.

3. Emitted visible spectrum

To measure the spectrum of reemitted light from
the BC-480 wavelength shifting panel the experimental
arrangement shown in fig . 4 was used . A mercury lamp
was used as the UV light source, with interference
filters to select two different Hg lines at 365 .0 ± 5.0
and 302.1 ± 5 .0 nm (the second value quoted in both
filters is half the full width at half maximum, FWHM,
of the transmission) . Also, 25 and 150 win slits, respec-
tively, were used to collimate the beam of UV photons
perpendicularly to the wavelength shifting panel sam-
ple, which was in this case 1.216 ± 0.005 cm thick. Most
of the UV photons are absorbed within the first 2 mm
of entering the wavelength shifting panel and then
reemitted isotropically in the visible . To ensure that no
stray light entered the panel, black plastic completely
covered the sample except for a small orifice where the
entrance slit was attached and an exit hole for the
emitted light . This was fastened in a light-tight manner
to a monochromator coupled to an EG&G 1420, 1024
channel photodiode array connected to an EG&G
1460 optical multichannel analyzer . To keep the photo-
diode array free from moisture the EG&G 1420 unit
was continuously purged with nitrogen gas.

The spectra were separated into two sections and
were calibrated using three Hg lines, 365.05, 435 .84
and 546.07 nm. The resolution in wavelength was then
found to be 0.14 nm/channel . Combining both sections
(from 365 .0 to 435.8 nm and from 435.8 to 546.1 nm)
and ensuring a smooth transition at 435.8 nm, a com-
plete spectrum was obtained for both interference fil-
ters. As shown in fig . 8 the spectral response of the
photodiode array (provided by the manufacturer) is not
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Fig . 5 . Reemission spectrum of the Bicron BC-480 wavelength
shifting panel after absorption of 302.0 nm UV radiation.

constant . Hence, the spectrum had to be corrected to
take into account the sensitivity of the photodiode
detectors . The corrected spectrum using 302.0 nm UV
light as the source is plotted in fig . 5 . Maximum emis-
sion occurs at 417 nm with half height wavelengths at
401 and 442 nm . The spectrum with the 365.0 nm
interference filter was practically indistinguishable from
the 302.0 nm spectrum and consequently would over-
lap with the one plotted in fig . 5. Thus we found that
the emission spectrum is independent of the incident
wavelength in the region between 300 and 365 nm.

This can be interpreted in the usual way for fluores-
cent materials by saying that the activator material
deposited into the host plastic to convert it into a
wavelength shifter introduces a set of intermediate
energy levels between its valence and conduction band.
If an electron is excited into the conduction band by
the absorption of UV photons this can decay to the

BC-480
Wavelength
Shifting Panel

from the Bicron BC-480 wavelength shifting plastic .
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Fig . 6. Schematic diagram of the experimental arrangement used to measure the quantum efficiency of the photoluminescence
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intermediate energy band and down to the valence
band emitting a characteristic visible spectrum .

4. Quantum efficiency

The quantum efficiency of a photoluminescent ma-
terial is defined as the ratio of the number of emitted
photons to the absorbed photons assuming that all
emitted photons escape, that is, none are absorbed in
the phosphor [6] .

The incident UV light sources were chosen from
the UV lines of a mercury lamp . The 365.0, 302 .1 and
253.7 nm lines were selected using bandpass interfer-
ence filters with a FWHM of 10 tun, while lines at
334.1, 313.2 and 296.7 nm were singled out using a
monochromator giving a resolution of 3 nm.

The aim of the experiment is to measure on the
optical multichannel analyzer the intensity of the UV
light going into the panel and to measure the intensity
of the reemitted visible light in order to work out their
ratio. Of course, due allowance has to be made for the
different geometry and the different spectral responses
in both cases. The experimental arrangement is shown
in fig. 6 . Note the difference between this set up and
the one shown in fig . 4 . The monochromator now acts
as a UV light source and not as a detector of the
emitted light. Also, an EG&G 1412 photodiode array
attached to a vacuum pump (to ensure that the diodes
remain free from moisture) was used as the light sensi-
tive detector . For the measurements with the 365.0,
302 .1 and 253.7 nm lines the monochromator was sub-
stituted by interference filters.

4.1 . Measurements with the panel

When the panel is in place, the amount of light
absorbed and the amount of light detected is affected
by the following :

4.1 .1 . Initial interface
The transmission at the initial interface is going to

be 96.0+0.1%_ because the refractive index between
296 and 365 nm only varies from 1 .50 to 1 .49 (see fig .
2) . The slits are all very small (25 to 500 ~tm), so the
incidence can be assumed to be perpendicular, and eq .
(4) can be used reliably to calculate the transmission .

4.1 .2 . Light escaping panel
The light that escapes the panel has to be emitted

within a 43° angle with respect to the perpendicular
(n = 1.471 at visible wavelengths) . Any light trying to
exit the panel with greater angles is trapped within by
total internal reflection . Of the light that does escape,
however, only a fraction is seen by the photodiode
array, depending on the distance D of the panel to the
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Fig . 7 Geometry involved in the detection by the photodiodes
of the emission of light from the wavelength shifting panel .

detector . The light is refracted outwards at the inter-
face so the detector only sees light that was initially
emitted within a cone with a critical half-angle 9, (see
fig . 7) . For a typical distance of about 12 mm, this
critical angle is around 30° .

Since the light that escapes the panel is no longer
perpendicular, Fresnel's laws have to be taken into
account [4] . Assuming no polarization (the light is
emitted isotropically) the expression for the transmis-
sivity at the interface is then :

2n cos 9, cos 9

	

2n cos 9, cos 9
T(B)=

[cos B+n cos 6,] Z + [n cos 9+cos 9,]Z ~

where n is the panel's refractive index, 0 is the angle of
incidence and B, is the transmitted angle given by
Snell's law:

sin 0, = n sin 0 .

	

(7)

The illuminance EF collected by the detector due to
light being transmitted in this forward cone is then :

EF(B) =Pr(0) df2ldS .

	

(8)

where I is the emitted intensity, d,f2 is the unit solid
angle of emission and dS is the unit area of collection
on the detector . If D is the distance from the panel to
the detector, t is the thickness of the panel and d is
the distance travelled by the light in the panel before
being absorbed, the geometry is given by fig. 7 and the
illuminance collected turns out to be :

IT(a) COS401
EF(e)

	

Dn[(t-d) cos 6,+Dn cos 9]

	

( )

There is also a certain amount of light collected at
the detector due to reflections off the back wall of the
panel. This is identical to the emission produced by a
virtual absorption centre a distance d behind the back



interface, where due allowance is made for the reflec-
tivity p(O) = 1 - r(O) at that interface (see also fig. 7).
The angle Br needed for a reflected ray to reach the
detector at the same place as a ray in the forward
direction with angle 0 is given by :

d sin 20
Or =9

	

(t-d)+Dn(COS30)/(COS3Bt)

The angle Br is slightly smaller (about 1° less) because
the emitting centre seems to be further away . The
illuminance collected at the detector due to the light
being reflected from the backward cone is calculated
the same way as with eq . (9), and yields :

1T(er)P(er) COS4(Brt )

(10)

EB(Or) = Dn[(t+d) cos On +Dit cos Br]'

	

(11)

where 0, is given in eq . (10) and Brt is given by Snell's
law:

sin On = n sin O r .

	

(12)

The total light collected at the detector will then be the
contribution of both the forward and backward cone :

E(B) =EF(B) + EB(B r ) .

	

(13)
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where EF(B) is given in eq . (9) and EB(B .) comes from
eq . (11) .

The fraction of light that the photodiode array
observes is given by the ratio of solid angles . A quan-
tity, collection efficiency eco� of the detector, can be
defined as :

fF7(0) dn+ fBT(Br)P(B,) dnr
ecoii =

	

(14)

fTOTAL dn
where F refers to integrating the forward cone yield
and B refers to the backward cone . This quantity takes
into account the geometry of the experimental arrange-
ment and is a measure of the percentage of the emit-
ted light that is collected at the detector . This value
was different for every case and depended on the
alignment of the beams and the distance to the detec-
tor (which varied minimally) . Typically this collection
efficiency varied between 6% and 9%, with 96% of the
light detected coming from the forward cone and 4%
of the light coming from the backward cone . Any
multiple reflections have been neglected.

4.1.3. Sensitivity of the detector to the emitted spectrum
Since we want to compare the output of light in the

visible to the incident UV light, it is necessary to know
the sensitivity of the detector as a function of wave-
length . This is provided by the manufacturer and can
be seen in fig . 8. From this data we can obtain the
average sensitivity due to the emitted spectrum shown

1~~-1 L~
200 300 400 500 600 700

Wavelength (nm)
Fig . 8. Sensitivity of the 1024 channel EG&G 1420 photodi-

ode array, as provided by the manufacturer .

in fig . 5. This value was found to be 4.75 X 10 -4
counts/photon .

4.2. Measurements without the panel
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To compare the total number of photons emitted by
the panel with the number of photons that impinge
upon it we have to measure this under the same
conditions as before but removing the wavelength shift-
ing panel from the arrangement. While taking mea-
surements of the incident UV light under these condi-
tions (at 365.0, 334.1, 313.2, 302.1, 296.7 and 253.7 nm)
we had to take into account additional factors:

4.2.1 . Attenuating filters
To ensure that the response of the photodiodes did

not saturate, additional attenuating filters (Wratten
type 18A and 3) were introduced . The characteristics
of these were measured with the Cary 2300 spec-
trophotometer and the average attenuation at each
particular wavelength was calculated .

4.2.2. Sensitivity of the detectors in the UV
By folding in the very narrow spectral profile of the

incident UV beam across its bandwidth with the given
sensitivity of the detector (fig. 8), one can obtain aver-
age sensitivities for each of the UV lines being used .
The values lie between 3.0 X 10 -4 counts/photon and
3.3 X 10 -4 counts/ photon . One can see that the pho-
todiodes are 1.5 times more sensitive in the visible part
of the spectrum than in the UV.

4.3. Results

The emitted visible light was collected by the photo-
diode array using the geometry shown in fig . 7. The
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Fig . 9. Typically measured response of the photodiode array
to the reemitted light from a slab of Bicron BC-480 wave-
length shifting panel (dotted line) . The intensity of the re-
sponse of each photodiode is plotted against the distance
between the diode and the centre of the beam used to align
the array. Superimposed (solid line) is the expected response
derived by taking into account Fresnel's laws at the interfaces

and the illuminance collected by the detector .

detector was aligned so that a beam of light going
through the panel would be registered on one side of
the 1024 channel photodiode array. Since the array is 1
in . long this gives an effective spatial resolution of 25
win. As a consequence of this arrangement, when UV
light was being reemitted by the panel the detector
only saw half the emitted cone .

The response of the photodiode array to the reemit-
led light is seen in fig. 9. Superimposed on it is the
expected response derived from eqs. (9)-(13) . Each
time the beam was aligned, the distance from the panel
to the detector was changed slightly, and the expected
response was optimized to the observed one, that way
obtaining the best value for the distance . The response
curve was then integrated to achieve the total recorded
intensity, and by taking into account the collection
efficiency (for the optimized distance) a total emitted
yield was deduced for each case .

As can be seen from fig . 9 the observed and ex-
pected response curves agreed very well . This ensured
that the geometry of the detection system was well
understood and hence the panel quantum efficiencies
derived were deemed to be reliable . The total UV yield
was also measured . This was just a beam of UV light
with a fairly flat response and whose half width was
typically 2.5 mm. This was also integrated to obtain the
total UV yield for each wavelength . The ratio between
the total emitted yield and UV yield gives the effi-
ciency after taking into account the sensitivity of the
detector, the initial interface and any attenuating fil-
ters used .

Table 1
Summary of all the quantum conversion efficiencies corre-
sponding to UV light of different wavelengths

Runs were performed for the six UV wavelengths
using both sides of the photodiode array (to compen-
sate for any bias produced by different responses of
the individual photodiodes) . A weighted average of
these runs was performed and the results are shown in
table 1 and plotted in fig . 10 . Superimposed one can
see a quadratic fit to the data . This functional relation
is useful as an empirical model of the quantum conver-
sion efficiency of the wavelength shifting panel. If the
wavelength is expressed in rim the efficiency expressed
as a percentage becomes:

E(A) = CII + CI A + CZAZ% (248 rim <A < 400 rim)
where

Co = 163 ± 47,

CI = -1.34 ± 0 .30, and

CZ = (2 .76 +0.49) x 10 --̀ ,

(15)

250

	

300

	

350
Wavelength (rim)

Fig . 10 . Measured quantum conversion efficiency of the pho-
toluminescence from the Bicron BC-480 wavelength shifting
panel as a function of incident wavelength An empirical fit
was performed to this data and is shown as a solid line on the

graph.

Wavelength [rim] Quantum conversion efficiency [%]
365.0+5 .0 43.1+2 .6
334.1+1 .5 20 .0+_1 .1
3132±1 .5 16.8++10
302.1+5 .0 9.8++2.2
296.7+1 .5 8.9+1 .4
253.7±5 .0 1 .5+0.8



and with XZ = 8.0 for 3 degrees of freedom. One can
see that the efficiency diminishes as the wavelength
diminishes, implying that the probability of non-radia-
tive decays increases for absorbed photons of higher
frequencies .

5. Discussion

As mentioned before, these wavelength shifting
panels are coupled to photomultiplier tubes to record
the signals from a water Cherenkov detector . The
spectrum of the Cherenkov signals is therefore dis-
torted due to the non-constant response of the wave-
length shifting panel. The number of Cherenkov pho-
tons emitted by electrons in water [7] is given by :

2 1 dA
N= 2~aaLf

l~
1

	n(A)2pz ] A2 '
	(16)

where A is the wavelength of the emitted photon,
a = 1/137, the fine structure constant, n(A) is the
refractive index of water, 6 the velocity of the electron
with respect to the speed of light and L is the length of
the electron's track in the water.

From the observed efficiencies one can obtain a
BC-480 wavelength shifting panel modified Cherenkov
spectrum for the UV range. This is shown in fig. 11,
where we have assumed all electrons are ultrarelativis-
tic (/3 = 1) . Instead of having the typical 1/Az depen-
dence, below the UV absorption wavelength of 400 nm

óxc.
2
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Fig. 11 . Spectrum of the emission of Cherenkov radiation by a
relativistic particle travelling in 1 em of water (solid line) . The
effect of the Bicron BC-480 wavelength shifting panel below
400 nm, where the absorption and reemission of the radiation

becomes important, is also shown (dotted line) .

the response gradually decreases with diminishing
wavelength up to the cutoff around 250 nm .

This means that out of a possible 535 Cherenkov
photons between 200 and 400 nm emitted by an elec-
tron travelling in one cm of water (216 are emitted
between 400 and 700 nm), only 60 can be detected by
the panel. The photon collection units used in the
water Cherenkov detector are 70 cm X 70 cm panels
coupled to a photomultiplier tube with a 17 .2 cm
cathode diameter [1] . The radial response of these
photon collection units when submerged in water was
measured in ref . [2] . It was found that if a flash of light
impinges upon the edge of the panel and the light is
piped through multiple reflections to the cathode the
response is 33% of the same event occurring directly in
front of the cathode. Using these parameters one can
estimate that the effective photocathode area is in-
creased by a factor of 3 .1 by utilizing the wavelength
shifting panel. This is in agreement with the previous
estimate between 3 and 4 found in ref . [2] . One has to
note though, that this is an upper limit because there is
a further degradation of the UV light inside the water
and this depends on the distance between the emitted
light and the photon collection unit .

The Cherenkov detector was carefully modelled in
ref. [1] with Monte Carlo techniques . The expected
response of the panel was used in the simulation and it
was found that the effective detection threshold for
recoil electrons could be lowered to 6.0 MeV. This is a
direct consequence of using the wavelength shifting
panels and is crucial in determining the feasibility of
building a modular Cherenkov detector sensitive to
solar neutrinos.

6. Conclusion
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The optical properties of the Bicron BC-480 wave-
length shifting panels have been determined . From
reflection and transmission measurements we have
been able to determine the refractive index and ab-
sorption coefficient in the ultraviolet and visible part of
the spectrum . The refractive index between 400 and
500 nm remains fairly constant at 1 .471 ±0.004 . The
attenuation length in this same part of the spectrum
lay between 40 and 120 em .

The Bicron BC-480 absorbs UV light and reemits it
isotropically in the visible . The emitted photolumines-
cent spectrum was measured and it was found to be
independent of the incident UV wavelength . Maximum
emission was found at 417 nm with half height wave-
lengths at 401 and 442 nm .

The quantum efficiency of the emission, defined as
the ratio of emitted photons to absorbed photons, was
also determined for different wavelengths . This effi-
ciency was found to vary, from a value of 43% at 365
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nm down to 1 .5% at 254 rim. The consequence is that
if this wavelength shifting panel is used to detect the
Cherenkov emission of electrons in water, the
Cherenkov spectrum is distorted by the varying effi-
ciency. Despite this distortion, the inclusion of the
BC-480 panels for our Cherenkov detector increases
the photocathode coverage by a factor of 3.1 . This
factor is crucial in lowering the effective energy thresh-
old of recoil electrons that can be detected by the
water Cherenkov detector down to 6 MeV.
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